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Bedding Classes and Load Factors 
per ASTM C12

Class D Bedding 
Load Factor = 1.1

Class B Bedding 
Load Factor = 1.9

Crushed Stone Encasement Bedding  
Load Factor = 2.2

Class C Bedding 
Load Factor = 1.5

Controlled Low Strength Material (CLSM) Bedding 
Load Factor = 2.8

ASTM C12 Standard Practice for Installing Vitrified Clay Pipe Lines



Bedding Classes and Load Factors 
per ASTM C12

Concrete Cradle Bedding 
Load Factor = 3.4

Full Concrete Encasement
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